NOTE:

1. REFER TO THE GENFLEX™ WEBSITE FOR THE MOST CURRENT INFORMATION.

2. IF THE TOP OF MEMBRANE IS CONTAMINATED BY ADHESIVE OR ASPHALT ON EITHER SIDE OF THE END SPLICE, CLEAN THOROUGHLY PRIOR TO WELDING.
3. WHEN REINFORCEMENT OF TPO MEMBRANE IS EXPOSED, REFER TO EZT-PS-LS-04 FOR CUT EDGE SEALANT APPLICATION.

GENFLEX EZ TPO MEMBRANE
/ (SEE NOTE #3)
8" (203.2 mm) MIN. COVER STRIP CUT FROM EZ TPO MEMBRANE / GENFLEX EZ TPO PEEL &
4" (101.6 mm) ‘ 4" (101.6 mm)

STICK MEMBRANE

L L L |
| 2" (50.8 mm) MIN. - HAND WELD 2" (50.8 mm) MIN. - HAND WELD
1" (25.4 mm) MIN. - ROBOT WELD 1" (25.4 mm) MIN. - ROBOT WELD

f WHEN POLYESTER REINFORCEMENT OF TPO IS
EXPOSED, APPLY CUT EDGE TREATMENT TO
} ENTIRE EXPOSED EDGE. REFER TO EZT-PS-LS-04.
J
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